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Applicant ‘HANGZHOU NEW LINE CO., LTD.
Address ‘RM.60H, NO.1 GUODU DEVELOPMENT BLDG,,NO.182 ZHAOHUI ROAD,

HANGZHOU ZHEJANG CHINA

Report on the submitted sample said to be:

Sample Name :CUTLERY CLIPSET

Sample Description :Silvery metal

Material :430 STAINLESS STEEL

Sample Received Date  :Apr.13,2011

Testing Period :Apr.13,2011 to Apr.19,2011

Test Requested :To determine the Chromium content in the submitted sample according to

the General Recognized As Safe(GRAS) which described by the Food and
Drug Administration (FDA) and the request of client.

Test M ethod :Acid digestion, followed by analysis using Atomic Absorption
Spectroscopy AAS.
Test Conclusion :The submitted sample complies with the General Recognized As Safe

(GRAS which described by the Food and Drug Administration
Regulations on stainless steel-total chromium content.

Test Results:
Test Item Result Limit
Chromium (Cr) 16.25% =10.5%
1
Complied by Inspected by ﬁ}’i{ I-;{»_
Approved by Date Apr.19,2011
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Photo of the sample

*** End of report ***

Thisreport is considered invalidated without the Special Sea for Inspection of the CTIl, Thisreport shall not be
altered, increased or deleted. The results shown in thistest report refer only to the sample(s) tested. Without written
approval of CTI, thistest report shall not be copied except in full and published as advertisement.
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